Cork Insulation- Sound Absorption
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=t A40mm Thick 0.03 0.04 0.04 0.06 0.07 0.10 0.18 0.28 0.48 0.84 0.83 0.55 0.44 047 0.58 0.69 0.62 0.59
=8==50mm Thick 0.02 0.04 0.05 0.07 0.13 0.21 0.33 0.57 0.72 0.65 0.46 0.43 0.45 0.51 0.59 0.58 0.51 0.54

—+=80mm Thick  0.07 0.08 0.11 0.17 0.26 0.50 0.88 0.75 0.57 0.45 0.47 0.56 0.71 0.60 0.59 0.62 0.61 0.60



